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Address: Room 207, Building A, No.2 Danchengyilu, Beiyuan street, Yiwu, Zhejiang, China         


 Email:  support@supplyia.com  




	Final random Inspection Report

	Summary Section
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	Client name
	SUPPLYIA

	
	Supplier name
	Yuyao Xintai metal Co., Ltd.

	
	Product name
	Metal zinc Self-Drill Anchors

	
	Style no
	N/A

	
	Item number
	N/A

	
	Order Quantity
	50,000 pcs

	
	Qty. ready for inspection
	50,000 pcs

	
	Inspector name
	Tony

	
	Inspection date
	Jan 14, 2021

	i
	Inspection location
	Yuyao, Zhejiang, China

	
	Reference sample available
	No


	
	PASSED
	FAILED
	PENDING
	N/A
	REMARK

	Quantity
	(
	
	
	
	

	Product Description/Style/Color
	(
	
	
	
	

	Workmanship
	
	
	(
	
	See remark 2

	Data measurement
	(
	
	
	
	

	Special Test
	
	
	(
	
	See remark 3, 4.

	Packing
	(
	
	
	
	

	Shipping Mark
	(
	
	
	
	


	Inspection Standard 

ANSI/ASQ Z1.4-2008
	Defects

	
	Critical
	Major
	Minor

	
	0
	2.5
	4.0

	Maximum Allowed
	0
	21
	21

	Number of Defectives found
	0
	0
	1

	Sample quantity 
	500 pcs

	Sampling Plan 
	ANSI/ASQ Z1.4-2008

	AQL Result:
	Pass

	Overall Inspection Result :
	Pending due to remark 1#

	Approved by：Signature of Technical Manager
	


	REMARKS

	1. Factory and client no provide PO,and approval sample for reference.

2.Poor die-casting about 6% of checked samples
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3.Factory not provide the gypsum to do function test,but used the wood to do the function test,the metal zinc screw deformation.

4.Salt spary test result need 48 hours, it was ok after 6 hours on site
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	On SITE CHECKING

	Inspection & Test items
	Sample size
	Specification 
	Findings
	Result & Data

	Carton drop test
	1 Ctn
	Test 1 cartons,76.2cm height,3 times
	No failure
	Pass

	Function test
	5 pcs
	/
	/
	Pending (see remark 3 )

	Hardness test
	5 pcs
	/
	/
	Pending (see remark 3 )

	Stack height of outer box best
	5 pcs
	/
	No failure
	Pass

	Salt spray test
	5 pcs
	Test 48 hours 
	/
	Pending (see remark 4 )


	QUANTITY

	ITEM
	Order Quantity
	Shipment Quantity
	Actual Inspection Quantity
	Packed in Cartons
	Finished not Packed
	Units not Finished

	
	Unit
	Unit
	Ctns
	
	Qty
	%
	Qty
	%
	Qty
	%

	/
	50000
	50000
	50
	50000
	50000
	100%
	0
	0%
	0
	0%

	Total
	50000
	50000
	50
	50000
	50000
	100%
	0
	0%
	0
	0%


	PRODUCT SIZE/WEIGHT/ACCESSORIES

	Product size(MM)

	ITEM
	Expected
	Actual Finding
	Conform

	
	
	Sample1
	Sample2
	Sample3
	Sample4
	Sample5
	

	/
	14 x 28 mm /35mm
	13.9 x 27.6 mm /36mm
	13.9 x 27.6 mm /36mm
	14 x 27.6 mm /35mm
	13.9 x 27.5 mm /36mm
	13.8 x 27.6 mm /36mm
	Pass

	Master carton Gross Weight(kgs)

	ITEM
	Expected
	Actual Finding
	Conform

	
	
	Sample1
	Sample2
	Sample3
	Sample4
	Sample5
	

	/
	6.4
	6.78
	6.78
	6.75
	6.77
	6.76
	Pass

	Product Net Weight(g)

	ITEM
	Expected
	Actual Finding
	Conform

	
	
	Sample1
	Sample2
	Sample3
	Sample4
	Sample5
	

	/
	/
	6
	6.5
	6
	6.4
	6
	Pass


	WORKMANSHIP

	Defective 
	Critical
	Major
	Minor

	Description
	Photo
	
	
	

	1
	Dirty mark
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	0
	0
	1

	Total Found:
	0
	0
	1

	Accept:
	0
	21
	21

	Result:
	Pass


	PACKAGING

	Checked carton size

	36x25x11.5cm
	Ply
	Length(cm)
	Width(cm)
	High(cm)
	Result

	Carton( Printing required)
	/
	36
	25
	11.5
	Pass

	Carton(checked) 
	5
	36.3
	25.7
	12.2
	Pass

	Carton shipping mark
	Pass
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	Bar code on master carton:
	Result

	Bar code No. :  
	N/A


PHOTO ATTACHMENT

	1.  Carton packing
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	Master carton view
	Master carton view
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	Side shipping mark view
	Side shipping mark view
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	Open carton packing view
	Master carton with 5 Ply
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	10pcs inner box packing in a carton
	Carton G.W
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	Carton size Length : 36.3cm
	Carton size Width: 25.7 cm
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	N/A

	Carton size Height: 12.2 cm
	

	2.  Cover packing & test
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	N/A
	Carton drop test
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	Carton drop test
	Carton drop test
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	Function test
	Function test
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	Function test
	Hardness test
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	Hardness test
	Hardness test
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	Hardness test
	Hardness test
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	Hardness test
	Stack height of outer box best
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	Salt spray test
	Salt spray test
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	Salt spray test
	N/A

	OTHER PHOTOS
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	Factory gate
	Factory gate
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	Storage
	QC on site


                             End of report
This message and any attachments are confidential and intended solely for the addressees. If you receive this message in error, please delete it and 
immediately notify the sender. If the reader of this message is not the intended recipient, you are hereby notified that any unauthorized use, copying or dissemination is prohibited. 

